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1. Abstract of Objectives

-Experimenta and theoretical studies have been carried out relevant to the structural, lattice,.
electronic, magnetic and superconducting properties of synthetic metals prepared by intercalat-
ing graphite. New synthesis methods have been developed for preparing magnetic transition metal
chloride and potassium-hydrogen graphite intercalation compounds. The use of ion implantation to
enhance intercalation has been explored and promising results have been obtained. Structural stud-
ies using high resolution x-ray scattering and transmission electron microscopy have been applied
to study two-dimensional structural phase transitions such as the commensurate to incommensu-
rate stripe phase transition in bromine intercalated graphite and the commensurate to glass phase

. transition in antimony pentachloride intercalated graphite. The construction of a Raman micro-
probe allows study of the spatial homogeneity (to 2 micron resolution) of the staging in specific
intercalated graphite samples. Electrical and thermal transport studies have been carried out, pro-
viding new information on the dominant scattering mecanisms. The high field magneorsitance
anomaly in graphite identified with a charge density wave has been further explored with particu-
lar emphasis given to the role of impurities in pair breaking phenomena and pulsed electric fields
in non-linear non-ohmic effects. Experimental and theoretical studies of two-dimensional magnetic
phenomena have been succesfly carried out in magnetic intercalation compounds The theoretical
model developed to explain the superconducting behavior in the first stage alkali 9 eial compounds
has guided studies on superconducting graphite intercalation compounds with gher transition
temperatures with particular relevance to their superconducting behavior and the related Fermi
surface and phonon mode properties.
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1.2 Statement of Work

Statement of work in AFOSR contract #149620-83-0-0011 on Structure-Property Relation-
ships in Intercalated Graphite.

* Derive techniques for improved methods for the preparation and characterization of specific
graphite intercalation compounds.

SSynthesm new intercalated systems and study their structure.

* Study in-plane structure and phase transitions in the intercalate layer. with electron diffrac-
tion, lattice fringing, real space electron microscope imaging, and high resolution x-ray scat-
tering.

* Deduce structural phase diagrams for specific graphite intercalation compounds.

9 Investigate in detail com r inconmenurate phase transitions.

* Study lattice modes by infrared and Raman spectroscopy, and inelastic neutron scattering.

* Derive models for the phonon dispersion relations throughout the Brillouin zone, and apply
then models to interpret lattice mode studies.

Model the electronic dispersion relations and apply then models to interpret the experimental
results relevant to the electronic properties.

* Measure and model thermal transport phenomena in intercalated graphite.

. Measure the temperature and field dependence of the magnetic susceptibility and heat capac-
ity of magnetic graphite intercalation compounds and to construct magnetic phase diagrams
for these systems.

o Study the superconductivity of specific graphite intercalation compounds.

IL,
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2 Current Status of Research Effort

A summary of the current status of the research effort on the structure-property relationships in
* intercalated graphite is presented here following the listing given in the statement of work (section

1.2). In presenting the summary, we refer to the publications for the two year period which are
listed in section 3.1 by number (#n).

2.1 Synthesis and Compositional Characterization of Graphite Intercalation
Compounds

2.1.1 A New Method for.Synthesis of Magnetic Graphite Intercalation Compounds

A new method has been successfully developed for the preparation of magnetic graphite inter-
calation compounds (GIC) with transition metal chlorides. This method does not require use of the
AIC13 complexing halide, which was found to be retained in the GIC and to complicate the anal-
ysis of earlier magnetic susceptibility and heat capacity measurements. This new method requires
several atmospheres of C12 gas, which is introduced at room temperature, so that the gas pressure
is approximately tripled at the growth temperature of 560C. A one-month growth period has
been used, and well-staged samples of CoCIg-GICs with stages n 1, 2, and 3 have been prepared
under controlled conditions.

2.1.2 A New Method for Synthesis of Potassium-Hydrogen Graphite Intercalation
Compounds

A new method has been developed for the synthesis of potassium-hydrogen graphite intercals-
tion compounds, based on the intercalation of KIR directly rather than the absorption of hydrogen by
K-GICs. This method permits the preparation of KHt-GICs in HOPG host materials (#63,#64).
With this method we have succesdully prepared stage I and stage 2 KH.-GICs. This method also
permits use of kish graphite as a host material.

2.1.3 Implantation-Exhanced Intercalation

We have discovered that if a graphite sample is first implanted, then the ability to interca-
late certain species is greatly enhanced. Initial experiments were made with sodium, which does
not readily intercalate graphite (#50). Here we have found that initial implantation of sodium
into graphite enhances the subsequent intercalation of sodium. Since the implantation of carbon
and argon into graphite also enhances the subsequent intercalation of sodium, we conclude that
implantation-enhanced intercalation is due to a defect mechanism rather than to a catalytic process
(#50,#55). The discovery of implantation-enhanced intercalation offers promise for the synthesis
of new classes of graphite intercalation compounds.

2.1.4 Use of Rutherford Backscattering for Compositional Characterization of Gra-

phite Intercalation Compounds

We have made further use of the Rutherford backscattering (RBS) technique to provide comple-

6
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* mentary information on the stoichiometry of GIC., particularly with respect to the depth profiling
of the chemical constituents (#34). Our first mesrmnswere on air stable compounds such
as SbClg-GIC@ (#34). More recently we have extended the technique to highly reactive GICs
much as K~g-G IC. (#42) and K-GICs.(#61) Preliminary results from channeling spectra have
been obtained for the K-GIC system showing that the graphite planes retain long range alignment
(open channels). In some temperature ranges, weak channeling effect. are also seen for the potas-
sium.(#61) The Rutherford backacattering experiments were carried out at Bell Laboratories in
collaboration with Drs. T. Venkatesan and J. Noate.

2.2 Structural Studies

2.2.1 In-Plane Structure Studies Using Electron Microscopy

High resolution Transmission Electron Microscopy (TEM) studies have been carried out on
well staged KHg-GIC, SbCI5-GIC samples and on partly desorbed Br 2-GIC samples.(#39) All the

K measuement.have been made using both single crystal 'Icish" graphite and highly oriented py-
* rolytic grapht (HOPG) host materials. Early TEM measurement. were made to study multiphase

coexistence in alliH metal GICo.(#1)
For the KHg-G1C and SbCls-GIC system, the staging perfection has been studied using c-axis

lattice fringing techniques (#26,#39), and characteristic staging defect. have been identified. Of
* ~particular interest is the long defect-free regions that are observed for both in-plane and c-as

fringes. For the case of the stage I KHg-GIC, three different commensurate phases have been
identified from the lattice fringe spacings. These lattice fringe studies complement our previous
observations of these phases by electron diffraction techniques. Of interest is the long range in-
plane coherence of the (2x2)R0* and (vr3ixv q)WO* phases (#39), in many case extending beyond
1000A.

Also of interest is the BroGIC system where we have identified by the diffraction pattern a single
domain of the (sx7)R(30, 0) structure, verifying previous observations using high resolution x-
ray scattering.(#39) Commensurate in-plane structures have also been observed in the KHX-GIC

esystem, though domains of (2x2)Rr and (VixVi)R30 phases are found within the same samples.
By variation of the temperature of intercalation, the relative importance of each of these phases
can be varied.(#64)

2.2.2 In-Plane Structure Studies Using X-Ray Scattering Techniques

X-ray studies of intercalated graphite have been carried out to study both in-plane structure
and phase transitions. A summary of the results obtained for the structural studies is given here,
while result. for phase transitions are summari ed in Section 2.2.3.

The kinetics of KHg intercalation have been studied by x-ray scattering. Our result. show
that the intercalation process for this synthesis is sequential, with the potassium being intercalated
initially to yield a well-staged compound of stage 1, after which the Hg intercalation proceeds.
The x-ray result. show that once the intercalant entere a layer plane, the growth of the in-plane
structure is very rapid.(#33) Thens results are consistent with studies of the kinetics of the Br-
GIC intercalation process (#31,#33), where the x-ray linewidth is found to be resolution-limited

7
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*" throughout the intercalation process. This small linewidth suggests the formation of large coherent

in-plane domains early in the intercalation process.
In previous structural studies we have shown that the in-plane graphite lattice expands slightly

for donors and contracts slightly for acceptors.(#3) A low temperature x-ray study showed that the
lattice constant for the intercalate layer in an incommensurate intercalation compound has a very
much larger coefficient of thermal expansion.(#6) This is a very important result and provides the
driving mechanism for the commensurate-incommensurate phase transition discussed in Section
2.2.3.

2.2.3 Commensurate-Incommensurate Phase Transitions In the Br 2-GIC System

This work represents a significant contribution to our general understanding of two-dimensional
phase transitions. The study was made in the Br 2-GIC system where a commensurate-incommen-
surate transition has been observed at 342K. (#13,#17,#25,#28,#31) The incommensurate phase
which is obtained air wve 342K is a highly unusual phase whereby the intercalate unit cell in the %r.
direction remains commensurate with the graphite while a more complicated structure (a stripe
domain phase) characterizes the 7-fold direction. In the V"-fold direction the bromine structure is

"- locally commensurate with the graphite structure within a domain, but in the domain wall region a
phase slip of 2b/7 occurs where b is the length of an intercalate unit cell in the 7-fold direction.(#31)
In this way, the size of the average bromine unit cell becomes larger than that in the commensurate
phase below T, = 342K. As the temperature increases above the critical temperature T, the
domain size continues to decrease, thereby resulting in an increase in the average intercalate unit
celsize.

2.2.4 Commensurate-Glass Phase Transition In the SbCIs-GIC System

Structural phase transitions in the SbClrGIC system observed by transmission electron mi-
croecopy techniques show a transition from a commensurate intercalate phase at room temperature
to a glassy phase below - 200K.(#22) This phase transition is very unusual insofar as the low
temperature phase is the glassy phase. High resolution x-ray studies were carried out to identify
this transition more fully, but no such transition could be observed with x-ray scattering. Further
detailed high resolution TEM studies were then initiated. The TEM results show that the glassy
phase is induced by electron beam irradiation effects.(#60) The characteristics of this novel phase
transition are under further investigation.

2.2.5 Model for Staging In Intercalated Graphite

A model for staging has been developed (#56) based on an evaluation of the partition func-

tion for attractive in-plane and repulsive interplanar interactions. Mixed staging is found at high .".

temperatures below the disordering temperature.

8
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2.3 Lattice Mode Studies

2.3.1 Inelastic Neutron Scattering Studies In SbCI5--GIC

Inelastic neutron scattering studies on the SbCl5-GIC system were carried out at Oak Ridge
- National Laboratory in collaboration with the Oak Ridge and University of Kentucky groups. (#40)

The neutron scattering data have been interpreted on the basis of a one-dimensional Born-von
Karman model. Th. results for the Sb~l-GIC system have been compared with inelastic neutron
scattering result. on other GICs to establish systematic trends in the magnitude of the interactions.

2.3.2 Ramzan Mcroprobe Studies

* A Raman microprobe has been set up for particular application to the study of the Ramnan spec-
* tra in ordered and disordered graphite. and graphite intercalation compounds. (#45) The availabil-

ity of this new instrument has enabled us to use our knowledge of the phonon dispersion relations
of GIC. to characterize the spatial homogeneity of the staging in GIC samples (to -- 2pm reso-
lution).(#62) A particularly interesting application of this technique is the study of the spatial
homogeneity of the staging in the KHx-GIC system. (#63) One interesting new result is the obser-

* vation of a depletion of intercalant SbCls from within -10pam of the sample edges, associated with
* a macroscopic contraction of the intercalate layer as the sample is cooled to room temperature from
* the temperature of intercalation.(#68)

2.3.3 RaIn and Infrared Studies

* A detailed examination of low frequency Raman-active modes in alkali metal-GIC. has been
completed with particular reference to the temperature dependence of these modes.(#10,#15) From
thes spectra, new information has been obtained about the changes in bonding and symmetry
associated with the low temperature structural phase transitions previously identified by x-ray and
electron diffraction.

Using infrared spectroscopy, the stage dependence of the lattice mode structure for the CoCl2-
GIC system has been studied. Analysis of the infrared spectra was used to obtain information on

* chiwge transfer in these compounds.(#21)

* 2.3.4 Models for Phonon Dispersion Relations

* The models for phonon dispersion relations derived earlier (#2,#5,#g) have now been applied
* to understand the results of Raman scattering in some of the well-ordered materials (e.g., stage 1

and 2 KHg-GIC). For the first time, a large number of in-plane zone-folded peaks have been deduced
by a model and the resulting modes have been correlated with the observed Raman spectra for
stage 1 KHg-GIC samples.(#14) The general model for the phonon dispersion relations has also
been applied successfully to interpret the observed mode shifts and symmetries in the Br2-GIC

* system.(#19)

9
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2.4 Electronic Structure

2.4.1 Models for Electron Dispersion Relations

The model for the electronic dispersion relations previously developed under the predecessor
of this AFOSR contract has been applied to several projects, including the modeling of the Fermi
surface of the KHg-GIC system of superconducting compounds. (#20,#43) An article on the basic
electronic and lattice mode structure of graphite has been prepared and presented at a-workshop
on the electrochemistry of carbon.(#38) Attention has also been given to the controversial issue of
whether the a-bands of the first, stage heavy alkali metal-GICs are occupied.(#53)

2.4.2 Shubnikov-de H~aas Effect In the K2Hg-GIC System-

* The KHg-GIC system is of particular interest because of its superconducting properties. Our
* discovery of intercalation techniques to prepare high stage compounds (n : 3) suggests the poe-

sibility of studying the transition from three-dimensional to two-dimensional superconductivity as
the stage is increased.(#20,#43)

The importance of Fermi surface measurements for superconducting GICs relates to the Al-
Jishi model for superconductivity in stage 1 potassuiu-intercalated graphite which indicates that
superconductivity in GICs requires the presence of both intercalate a. and p-band electrons and

* graphitic r- electrons.
The commensurate nature of the stage 1 and 2 compounds results in some of the highest

* - frequency periods yet measured in a graphite intercalation compound. Unfortunately the analysis
does not .onclusively identify any Shubnikov-de Haas frequencies with the intercalate for any of7.
the stages that were investigated in detail (n =J, 2, 3). For the higher stage compounds (n 2! 2) it
is believed that the coherent intercalate domains are not sufficiently large to achieve the condition

*w~ >>? 1, thereby explaining the absence of intercalate Shubnikov-de Haas fr-equencies.
The magnetoconductivity experiments and Shubnikov-de Hams studies were all carried out at

the Francis Bitter National Magnet Laboratory.

* 2.5 Transport Properties

2.5.1 Electrical Resistivity In Graphite Intercalation Compounds

A model has been developed for the temperature dependence of the electrical resistivity of
graphite intercalation compounds, showing that the quadratic term in the temperature dependence
is associated with out-of-plane phonon modes.(#54)

2.5.2 Thermal Transport Studies In Intercalated Graphite

The temperature dependence of the thermal conductivity of intercalated graphite has been
measured for both donor and acceptor compounds. The significance of this work relates to the

* extremely high in-plane thermal conductivity of the graphite host material, as well as its very high
thermal anisotropy. Of interest is the effect of intercalation on the magnitude and anisotropy of the
thermal conductivity of the host material as a function of temperature. (# 12) The electronic and

10
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lattice contributions to the thermal conductivity have been separated by measurements of the tem-
perature dependence of the thermal conductivity in high magnetic felds.(#4) Measurement of the
low temperature resistivity has confirmed the applicability of the Wiedemann-Frans relation.(# 11)
The anomalous stage dependence of the c-axis resistivity has also been studied.(#l1) In contrast to
the behavior of the thermal conductivity and the electrical resistivity, thermopower measurements
on GICs have shown a very small stage dependence.(#11)

Anomalies in the low temperature thermal conductivity and thermopower of the CoC12-Gic
system have been identified with a magnetic phase transition (#8) that is also observed in measure-
ments of the magnetic susceptibility and heat capacity. Subsequent calculations have verified that
the functional form of the observed temperature dependence is consistent with the identification of
these anomalies with a magnetic phase transition.

2.5.3 High Field Magnetoresistance Anomaly In Graphite

Earlier work on the magnetoresistance anomaly in kish graphite at high magnetic fields was
identified with a charge density wave instability. In connection with this anomaly, curious oscillatory
behavior as a function of magnetic field has been observed in several kish graphite samples.(#36)
The role of impurities and charge imbalance was recently studied and modeled (#46), showing that
the detailed behavior at the magnetoresistance anomaly is highly sensitive to the concentration of
charged impurities, which give rise to the breaking of pair states. These results also show that the
observed magnetic field dependence differs in a subtle way (#49) from that predicted by Yoshioka
and Fukuyama. By measuring the magnetoresistance with pulsed currents, it was shown that the
magnitude of the anomaly exhibits a non-linear dependence on the electric field.(#65) In this work
it was also established that the charge density wave occurs in the basal plane and not along the
c-axis as had been calculated by Yoshioka and Fukuyama.

2.6 Magnetic Studies In Graphite Intercalation Compounds

The study of magnetic GICs has been actively pursued. High precision susceptibility measure-
ments as a function of temperature and magnetic field have been instrumental in establishing the
two-dimensional nature of the CoCl2-GIC magnetic system.(#18,#24,#32,#48) Then results have

• "been correlated with measurements of the temperature dependence of the heat capacity at high
magnetic fields.(#16,#30) Detailed attention to the materials characterization has been impor-
tant in establishing the range of validity of the present work.(#51) Particular attention has been
given to the stage variation of the temperature and magnetic field dependence of the magnetic
susceptibility. The first stage samples show three-dimensional behavior for a wide range of tem-
peratures and magnetic fields, whereas the higher stage compounds show more two-dimensional
behavior.(#51,#52,#57)

Our theoretical modeling for this two-dimensional system is directed toward explaining the ex-
perimental results and extending currently available theoretical models.(#27,#52) A calculation
of the effect of the finite size of the magnetic domains on the susceptibility has been made and has
shown that finite size effects inhibit the divergence of the susceptibility at the Kosterlits-Thouless
transition.(#44,#47) A detailed study of the magnetic field dependence of the susceptibility and
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magntizaionhas provided important information on the magnetic phase diagram and has identi--
fle the spin liop transition for the stage 1 CoCi2-GICs.(#58)

2.7 Superconductivity Studies In Graphite Intercalation Compounds

* The AI-Jishi model for superconductivity in intercalated graphite requires both graphitic and
intercalae electrons at the Fermi level.(#23) Therefore Fermi surface studies (see section 2.4.2) of
superconducting materials were carried out (#20,#43) to test the validity of the AI-Jishi modii.
The large electron-phonon coupling, characteristic of superconducting materials, facilitated obser-
vation of saneo-folding phenomena in the Raman spectra of stage 1 KHg-GIC samples (see section
2.3.4).

With regard to measuremet of superconductivity in GICs, we have observed superconductivity
in a stage-3 compound of KHg.GIC.(#20,#29) We have previously observed and more recently '

confirmed that different in-plane phase for stage 1 and 2 compounds are associated with different
superconducting transition temperatures.(#20,#59)

2.8 Review Articles

A review article on intercalated graphite for Ph1 .ice Today has been published and has had

* wide distribution.(#41) A short review article for the Materials Reacarcka Encycelopedia has been

* written.(#7) An educational module based on a tutorial lecture presented at the Materials Research
* Society has been published.(#35) En response to a request to summarize the highlights of the Third

International Conference on Intercalated Graphite at Pont i Mousson (1983), a review article has
been prepared.(#37)

3 Reports and Publications

3.1 Publications

* ~1. 'Scanuzing T~nmsinElectron Microscopy of Multiphases, In Graphite-Allil

Metal Intercalation Compounds', H. Masurek, M.S. Dreaseihaus and G. Dresseihaus,
Carbon, 2.Q,297 (1982).

2. *Lattice Dynamical Model for Graphite', R. AI-Jishi and G. Dresselhaua, Phi.. Rev.
B2&i, 451,Q1982).

3. *The Effect of Intercalation on the Lattice Constants o f aht, T. Krapchev,
R. Olgivie anid M.S. Dresseihaus, Carbon, 29, 331 (1982).

4. 'HiEgh Magnetic Field Thermal Conductivity Measurements In Graphite Inter-

calation Compounds', J. Heremans, M. Shayegan, M.S. Dresseihaus and J-P. lInd, Ph.
Rev. B2&i 3338 (1982).

5. 'Modal for Raman Scattering from Incompletely Graphitised Carbons', P. lea-.

pads, R. AI-Jishi and M.S. Dresslhaus, Carbon , 427 (1982).
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6. "Low Temperature X-Ray Diffiaction Study of Stage 1 Graphite - FoCI 8', H.-
Mazurek, Q. Gha',arishahidi, G. Dreiehaus and M.S. Dresseihaus, Carbon, 2Q, 415 (1982).

7. 'Intercalation Compounds, Materials Resea~rch Encyclopedia, Pergamon Press, M.S.
Dreueihaus, accepted for publication.

S. GAnomalles, In the Thermal Conductivity and Thermopower In CoCl2-Intercalated
Graphite at the Magnetic Phase Transition', F.J. Blatt, 1. Zabala-Martines, J. Here-
mans, J-P. lexi, M. Shayegan and M.S. Dreuseihaus, Phi.. Rev. B21, 2558 (1983).

9. *A Lattice Dynamical Model for Alk3ali Metal Graphite Intercalation Compounds,
R. AI-Jishi and G. Dreeilhaus, Phj.. Rev. BY& 4523 (1982).

*10. *Raman Scattering firom Low Frequency Phonons In Stage 2 Graphite-Rubidi-
urn', J. Giergiel, P.C. Eklund, R. AI-Jishi and G. Dresselhaus, Phi.t. Rev. Bfl, 6881 (1982).

11. *Temperature Dependence of C-Axis Electrical Resistivity and Thermopower of
Graphite Intercalation Compounds', J-P. ledi, B. Poulaert, J. Heremans and M.S. Dre.-
sehaus, Solid State Commas. 41, 449 (1982).

*12. "Electronic and Lattice Contributions to the Thermal Conductivity of Graphite
Intercalation Compounds', J-P. Wii, J. Herematas and M.S. Dresseihaus, Php.. Rev. BZl,
1333 (1983).

13. 1Com esuae-Incom esuae Tansition In Bromine-Intercalated Graphite:-
A Model Stripe Domain System', A.R. Kortan, A. Erbil, R.J. Birgeneau and M.S.
Dreumeihaus, PAp.. Rev. Lett., 42, 1427 (1982).

*14. *Observation of Superlattces-Induced Raman Modes In Graphite-Potassium Amn-
algam Compounds, G. Timp, B.S. Elman, R. AI-Jishi and G. Dresseoihaus, Solid State
Commas. -4L 987 (1982).

15. *A Study of the Temperature-Dependence of Low-Frequency Raman-Active
Phonons In Stage-2 Graphite-K and Graphite-Rb Intercalation Compounds',
J. Giergiel, P.C. Eklund, R. Al-Jishi and G. Dresseihaus, MRS Symposium on Intercalated
Graphite, edited by M.S. Dreuseihaus, G. Dresselhaus, J.E. Fischer and M.J. Moran, (Elsevier,
North Holland, New York, 1983), ZQ, p. 323.

18. "Magnetic Beat Capacity of Stage 2 Graphite C oCig' , M. Shayegan, L. Salamanca-
Riba, J. Hereman., G. Dresseihaus, and J.P. Isui, MRS Symposium on Interculated Graphite,
edited by U.S. Drewelbaus, G. Dresseihaus, J.E. Fischer and M.J. Moran, (Elsevier, North
Holland, New York, 1983), ?&, p. 213.

17. 4Cmmnsrae-Incommnurate and Melting Transitions In Bromine- Interca-
lated Single Crystal. Kish Graphite', A. Erbil, A.R. Kortan J. Birgeneau and M. S.
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Dreuselhans, MRS Symposium on Interulated Graphite, edited by M.S. Dresselhaus, G. Dr..-
selhaus, J.E. Fiscber and M.J. Moran, (Elsevier, North Holland, New York, 1983), 2Q, p.
21.

18. 4Susceptibmlity of Magnetic Graphite CoCd, Intercalation Compounds', M. Elahy
and G. Dremelhaus, MRS Sympoium on Intercalated Graphite, edited by M.S. Dreelhaus,
G. Dressehaus, J.E. Fischer and MJ. Moran, (Elsevier, North Holland, New York, 1983),
2, p. 207.

19. "Lattice Dynamical Model for Graphite-Bromin, Interalation Compounds', R.
AI-Jishi and G. Dremelhaus, MRS Symposium on Intercalated Graphite, edited by M.S. Dres-
selhaus, G. Dresselhaus, J.E. Fischer and M.J. Moran, (Elsevier, North Holland, Nw York,
1983), 22, p. 301.

20. 'Superconductivity and Intralayer Structure In Potassium Amalgam-GIC", G.
Timp, B.S. Elman, M.S. Dressehaus and P. Tedrow, MRS Symposism on Intercalated Gra-
phite, edited by M.S. Dresselhaus, G. Dresselhaus, J.E. Fischer and M.J. Moran, (Elsevier,
North Holland, Nw York, 1983), 2, p. 201.

21. 'Electronic and Lattice Modes of Graphite-CoCl2', C.W. Lowe, C. Nicolini, and G. ",
Dresselhaus, MRS Symposium on Intercelated Graphite, edited by M.S. Dresselhaus, G. Dres-
seihaus, J.E. Fischer and M.J. Moran, (Elsevier, North Holland, New York, 1983),, to, p.
93.

22. "Commensurate-Glass Phase Transitions In Staged SbCI-GICO, L. Salamanca-Riba,
G. Timp, L.W. Hobbs and M.S. Dresselisus, MRS Sgmpoism on Intercalated Graphite,
edited by M.S. Dresselhaus, G. Dreselhaus, J.E. Fischer and M.J. Moran, (Elsevier, North
Holland, New York, 1983), 22, p. 9.

23. "A Model for Superconductivity in Graphite Intercalation Compounds', R. Al-
Jishi, Phys. Rev. M2.8, 112 (1983).

24. "Magnetic Properties of Graphite Intercalation Compounds', M. Elahy, M. Shaye-
San, K.Y. Szeto and G. Dresmelhaus, 16th Carbon Conference, U. of California at San Diego,
July 18-22, 1983, p. 227.

25. *Structural Phase Transitions in Graphite Intercalation Compounds", A. Erbil,
G. Timp, A.R. Kortan, R.J. Birgeneau and M.S. Dresselhaus, 16th Carbon Conference, U. of
California at San Diego, July 18-22, 1983, p. 223.

26. 'High Resolution Diffraction Experiments on Graphite Potassium-Amalgamr, G. ;.'-'-

Timp, A.R. Kortan, L. Salamanca-Riba, R.J. Birgeneau and M.S. Dremelhaus, BulL APS
21, 347 (1983).

27. *Two-Dimensonal Magnetic Model for Graphite- CoClg', K.Y. Szeto and G. Dres.-
seihaus, Bull. APS 21, 265 (1983).

14

,,.*y ./.. ,, . ,.....%r . . ,-,-. _. _ ... ,,. . , ,..E, E.%,.%.-, .%...,....,.... - .. , *.-..,.;..;,..,
. . . . . . .. -' .- .- -. ,_._ % ".%._ %' • ,_.. - . L . .-. ' _. .. " '.d.. 

- .
.a. . . # . ' 'e".



4..

4 .J ;.1

28. "Two-Dimensional Phase Mranitions In Bromine Intercalated Graphite, A. Erbil,
R. Kortan, M.S. Drueglhaus and R.J. Birgneu, Bul. APS , 264 (1983).

29. JTwo-Dimensional Superconductivity In Graphite-Potassium Amalgmn', G. Dra-
s.hum, P.M. 7Wdrw, G. Timp and T. Sigako, Bull. APS, 2L 539 (1983).

30. *Low Temperature Heat Capacity of Magnetic Graphite Intercalation Comp-
ounds', M. Shayegan, M.S. Drumelhaus, L. Salamanca-Rib&, G. Dremelhaus, J. Heremans 6-.

and J-P. li, Phy.. Rev. ]8Z8, 4799 (1983).

31. lntercalant Structure, Melting and the Comnsensurate-Incommensurat. Tran-
sitlon In Bromine-Intercalated Graphite', A. Erbil, A.R. Kortan, R.J. Birgeneau and
M.S. Drsselhaus, Ph1 s. Rev. B2A 6329 (1983).

32. *Magnetic Properties of CoCIS-Intercalated Graphite', M. Elahy, M. Shayegan, K.Y.

Sseto and G. Druumlhaus, Synthetic Metal. L3 (1983).

33. "Structure and Phase Transitions In Bromine and Potassium-mercury Graphite',
A. Erbil, G. Timp, A.R. Kortan, R.J. Birgeneau, and M.S. Dresselhaus, Synthetic Metal. L
273 (193).

34. "Stoichlometric Determination of SIClS-GIC using Rutherford Backscattering
Spectrometry*, B.S. Elm-, L. Salaanca-Riba, M.S. Dreuselhana and T. Venkatesan, J.
Applied PA1.. IL 894 (1984).

35. "Structure--Property Relations In Intercalated Graphite' M.S. Dresselhaus, J. of
Materials Educaton L S55 (19"3). -: °

36. "The Anomalous Magnetoresistance of Graphite at High Magnetic Fields', G.
Timp, P.D. Dremelhaus, T.C. Chieu, G. Dremelhaus and Y. lye, Phys. Rev. 1, 7393
(1983).

37. *Intercalatlon Compound Conference Summary', M.S. Dresselhaus Synthetic Metal.
L 351 (1983).

38. "Electronic and Lattice Mode Structure of Graphite', G. Dresselhaus, Proceedings
on the Workshop on Electrochemi try of Carbe, edited by S. Saragapani, J.R. Akridge and
B. Schumm, August 1983, Vol. 84-5, p. 5, Cae-Western Reserve Univerity, Cleveland,
Ohio.

39. "MUltramicrotructure of Commensurate Graphite Intercalation Compounds", G.

Timp and M.S. Dreuselhaus, J. PApy. C: Seolid State PAj,. 11 (1984) 2641-2651.

40. "inelastic Neutron Scattering fr4m Low Frequency (00q) Longitudinal Lattice
Modes In Graphit$-SbCls Intercalation Compounds, P.C. Eklund, V. Yeh, H.G. Smith,
R. Nicklow, R. Al-Jihi, and G. Dreuselhauu, Phpy. Rev. M.2, 2138 (1984).
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41. *Modiflcation to the Properties of Materials by Intercalation', M.S. Dresselhaus,
Physice Today, March 1984, p. 60.

42. 'Stoichiometric Determination of Graphite Intercalation Compounds Using Ru-
therford Backscattering Spectrometry', L. Salamanca-Ribs, B.S. Emsan, M.S. Dres-
sulhaus and T. Venmtesan, MRS Symtposium on I** Impleau ia and Ion Beam Procesaing
of Materials, edited by G.K. Hubler, O.W. Holland, C.R. Clayton, and C.W. White, Boston,
Nov. 1983) (Elsevier, North Holland, New York, 1984) vol. 27. p. 481.

43. 'Shubnlkov de Has effect in KHg.-graphite Intercalation compounds',G. Timp,
T.C. Chien, P.D. Drwelhas., and G. Dremulhaus, PAys. Rev. IM 6940 (1984).

44. O]Kosterlits-Thouless Phase Transitions in Finite Sie Systems: Application to
CoC1rGraphlte Intercalation Compounds', K.Y. Sseto, M. Elahy, S.T. Chen and G.
Dreselhaus, Bul. APS 2% 293 (1984).

45. "Raman Microprobe Studies of the Structure of SbCls-Graphite Intercalation
Compounds', L.E. McNeil, J. Steinbeck, L. Salamanca-Riba and G. Dresseihaus, Bull.
APS 22, 253 (1984).

46. The Effect of Impurities on the Electronic Phase Transition in Graphite Under
Strong Magnetic Field', Y. lye, L.E. McNeil, and G. Dresselhaus, Phy.. Rev. B30,
(submitted).

47. 'Kosterlits-Thouless Transition for Finite Size Systems", K.Y. Szeto and G. Dres-
selhaus, Pspa. Rev. (submitted). "

48. *CoCI 2-Intercalated Graphite: A Quasi-Two-Dihensional Magnetic System", M.
Elahy and G. Dresselhaus, Phly. Rev. (in press).

49. The Electronic Phase Transition in Graphite Under Strong Magnetic Field',
Y. lye, L.E. McNeil, G. Dreselhaus, G. Boebinger, and P.M. Berglund, Proceeding. of the

17 h1 Conference on the Physics of Semiceonductor*, Aug. 6-10, 1984, San Francisco (to be
published).

50. Intercalation of Ion Implanted Graphite', H. Menjo, B.S. Elman, G. Braunstein, and
M.S. Dresselhaus, presented at Carbone 84 Conference, July 2-6, 1984, Bordeaux, France (to
be published).

51. 'Magnetic Phase Transitions in CoCl-Graphite Intercalation Compounds", S.T.
Chen, K.Y. Szeto, M. Elahy, and G. Dresselhaus, presented at Carbone 84 Conference, July
2-6, 1984, Bordeaux, France (to be published).

52. '"-D Magnetic Phase Transitions in Graphite Intercalation Compounds', K.Y.
Sseto, S.T. Chen, G. Dreeselhaus, and M.S. Dresselhaus, Proceedings of the 17 % Conference
on Physie of Semieaonduefor, Aug. 6-10, 1984, San Francisco (to be published).
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V53. "Occupation Of the Intercalate Bands In Stage 1 AlklIl Metal GICs' K. Sugihara
and M.S. Drusmehaus, to be presented at the Materials Research Society meeting, Boston

* 1984.

54. "TheoryO Electrical 1sivt In Graphite ItratinCompounds', K. Sugi-
hrto be pentdat the Materials Research Society Meeting, Boston 1984.

55. "Enhanced Intercalation Induced by Ion Implantation'R, H. Menjo, G. Braunstein,
B.S. Elman, L.E. McNeil and M.S. Dresseihaus, to be presented at the Materials Research
Society Meeting, Boston 1984.

*56. "Lattice Gas Model for Staging In Intercalated Graphite', J. C. Sch~n, D. Adler and
G. Dresseihaus, to be presented at the Materias Research Society Meeting, Boston 1984.

57. "Magnetic Properties of Cobalt Chloride Intercalated Graphite*, S.T. Chen, K.Y.
Sseto and G. Dresseihaus, to be presented at the Materials Research Society Meeting, Boston
1984.

58. "1Spin Flop Transition Of 00012 Intercalated Graphite from Field Dependence
Me sments of Susceptibilty', K.Y. Szeto, S.T. Chen and G. Dresseihaus, to be

preseted at the Materials Resarchf Society Meeting, Boston 1984.

59. "Structural Order, StoIchomtry and Superconductivity In KHgrGIC', G. Roth,
N.C. Yoh, A. Chaiken, G. Dreeehaus and P. Tadrow, to be presented at the Materials
Research Society Meeting, Boston 1984.

60. "HIgh Resolution Electron Microscopy and X-Ray Diffraction Studies on SbCI5-
GIG, G. Roth, L. Salamanca-Riba, A.R. Kortan, G. Dreselhaus, R. Birgeneau and J.M.
Gibson, to be presented at the Materials Research Society Meeting, Boston 1984.

61. "AnalysIs of Structural Properties of Graphite Intercalation Compounds Using
the Rutherford Backscattering-Channeling Teachnique', G. Braunstein, B. Elman, J.
Steinbeck, M.S. Dresseihaus, T. Venkatesan and B. Wilkens, to be presented at the Materials
Research Society Meeting, Boston 1984.

62. "Ramnan Microprobe Studies of Intercalated Graphite Fibers, L.E. McNeil, J. Stein-
beck, L. Salamanca-Riba, and G. Dresseihaus, to be presented at the Materials Research

* Society Meeting, Boston 1984.

63. "Raman Characteristics of Potassium-Hydrogen Intercalated Graphite', N.C. Yoh,
T. Enoki, L.E. McNeil, G. Roth, L. Salamanca-Riba, M. Endo and G. Dreaseihaus, to be
presented at the Materials Research Society Meeting, Boston 1984.

64. "H~gh Resolution Microscopy Studies of Potassium-Hydrogen Intercalated Gra-
phite, L. Salainanca-Rib&, N.C. Yeh, T. Enoki, M.S. Dresselhaua and M. Endo, to be
presented at the Materials Research Society Meeting, Boston 1984.
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* 65. 'Non-Ohmic Transport In the AMagnetlc-Fleld-Inducod Charge Density Wave
Phase at Graphite', Y. lye and G. Drmselhaus, sbitted to Pky.. Rev. Lett.

* 66. 'Razuan Mcroprobe Observation of Intercalate Contraction In Graphite Inter-
calation Compounds', L.E. McNeil, J. Steinbeck, L. Salamancar-Riba, and G. Dresseihaus,
suri.e" t P-ge. Rev.

3.2 Advanced Degrees

" Lattice Dynamics of Graphite Intercalation Compounds*,
R. AI-Jishi, Ph.D., Physics, October 1982.

* Phase Transitions In the Intercalated Graphite-Bromine System',
* A. Erbil, Ph.D., Physics, October 1982.

e 'Optical Properties of Intercalated Graphite',
C.W. Lowe, Ph.D., Physics, December 1982.

* 'igh-Magnetic-Pield Studies of Graphite Intercalation Compounds',
M. Shayegan, Ph.D., Electrical Engineering and Computer Science, May 1983.

- . 'Phase Transitions In Magnetic Graphite Intercalation Compounds',
M. Elahy, Ph.D., Physics, September 1983.

on'Te Structural, Electronic and Lattice Dynamicsl Properties of Graphite later-
* calation Compounds',

G. Timp, Ph.D., Electrical Engineering and Computer Science, October 1983.

4 Personnel Involved with Research Program

- e Mildred S. Dreuseihaus - Principal Investigator
Responsible for the research and the direction of all aspects of the program. The study of

- intercalated graphite is the major research activity in the research group.

*Gene Dreseihaus - Co-Principal Investigator
Responsible together with the principal investigator for the research and the direction of all

% aspects of the program.

- e Laurie McNeil - EBM Postdoctoral Fellow
Responsibl, for measurements with the Ramian Microprobe. (Left August 1984 to become
Assistant Professor at the University of North Carolina, Chapel Hill).

e Gerhard Roth - Postdoctoral Fellow
Responsible for high resolution x-ray measurements and for the synthesis and measurements
of superconducting properties under pressure.

.
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* Ko Sugihara - Resarch Staff
Responsible for modeling transport properties of GICs.

* Alison Chak.. - Research Assistant
Responsible for superconductivity studies in intercalated graphite.

e S.T. Chean - Research Assistant and Graduate Fellowship Student
Responsible for the synthesis of magnetic intercalation compounds and for high precision
measurements of magnetic susceptibility and heat capacity in external magnetic fields.

* M. Elahy - Research Assistant
Was responsible for high precision measurement of the temperature dependence of the mag-
netic susceptibility for Co012 intercalated graphite as a function of magnetic field. Also mnea-
sured the microstructure of intercalate layer by transmission electron microscopy. Completed
Ph.D. thesis in September 1988.

* A. Erbil- Research Assistant
Was responsible for measuremets of the temperature dependent Raman spectra in Br 2-GICs
and for high resolution x-ray spectroecopy to study phase transitions in the graphite-bromine
system (completed Ph.D. thesis February 1983). Also did modeling of the commensurate-
incommensurate striped domain phase transition. The high resolution x-ray measurements
were carried out in collaboration with Professor R.J. Birgenem of the Physics Department,
bIT."'-

e C.W. Lowe - Research Assistant and Fellowship Student
Responsible for infrared spectroscopy meaurements of intercalated graphite with emphasis
on both the electronic and lattice mode structure. He also did modeling of optical electronic
transitions and lattice modes in intercalated graphite based on his experimental results (corn-
pleted his Ph.D. thesis in December 1982).

H. Menjo - Research Assistant and Fellowship Student
Responsible for synthesis and measurement of the Na-GICs using ion implantation to enhance ' "
the intercalation process.

L. Salamanca-Riba - Research Assistant
Responsible for structural studies of intercalated graphite using x-ray diffraction, real space
imag1ing and lattice fringing, with particular emphasis on phase transitions.

* M. Shayegan - Research Assistant
Was responsible for measuring high magnetic field dependence of the specific heat in mag-
netic graphite intercalation compounds and the thermal transport m arements on graphite
intercalation compounds in high manetic fields. Completed Ph.D. thesis in May 1983.

SK.Y. Ssto - Research Assistant and Graduate Fellowship Student
Extension of two-dimensional xy model to calculate susceptibility for magnetic GIC including
finite domain sise effects, magnetic phase diagrams and spin flop transitions.
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" G. Timp - Research Assistant
Was responsible for structural studies of phase transitions using high resolution electron mi-
croscopy and high resolution x-ray scattering and Raman studies of the potassium-mercury-
GIC system. Completed Ph.D. thesis in October 1983.

" Nai-Chang Yoh - Research Assistant
Has been responsible for the synthesis and characterization of KHg and KH, graphite inter-
calation compounds.

" Maria Kudisch - Undergraduate Student
Has been amisting with synthesis of KHg-GICs and superconductivity measurements.

* Tanya Sienko - Undergraduate Student
Assisted with synthesis of KHg-GICs and with superconductivity measurements. Completed
B.S. thesis in June 1983.

4.1 MIT and Other Collaborators

* A.N. Berker - Associate Professor, Physics, MIT

Provides expertise on phase transition theory.

SR.J. Birgeneau - Professor, Physics, MIT
Provides expertise and equipment for carrying out high resolution x-ray scattering experi-
Into.

e P.C. Eklund - Associate Professor, Physies, University of Kentucky
Collaborates on lattice mode studies of intercalated graphite.

e J. Murray Gibson - Research Staff, AT & T Bell Laboratories, Murray Hill, NJ
Collaborat on high resolution microscopy studies of intercalated graphite.

e R. Guertin - Visiting Scientist, Francis Bitter National Magnet Laboratory
Provides expertise and equipment for carrying out superconductivity rements under
pressure. "..

* L. Hobbs - Associate Professor, Materials Science and Engineering, MIT
Provides expertise in the electron microscopy mesrments.

o P.A. Lee - Professor, Physics, MIT
Provides expertise on theory of two-dimesonal manpetism and high magnetic field anomaly
in graphite.

* R. Markiewics - Associate Professor, Physics, Northeastern University
Collaborates on Ferm surface studies of intercalated graphite.

* J.W. McClure - Professor, Physics, University of Oregon
Collaborates on electronic structure and transport studies of intercalated graphite.
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" R. Ogilvie - Professor, Materials Science and Engineering, MIT
Provides experimental expertise necessary to make precision (001) x-ray measurements.

" H.G. Smith - Staff Member, Oak Ridge National Laboratory
Collaborates on neutron scattering experiments in intercalated graphite.

" P. Tedrow - Staff Member, Francis Bitter National Magnet Laboratory
Provides expertise and equipment for carrying out measurements in the millikelvin range.

" T. Venkatesan - Research Staff, Bell Communications Research, Murray Hill, NJ
Collaborates on Rutherford Backscattering studies of intercalated graphite.

" B.J. Wuensch - Professor, Materials Science and Engineering, MIT
Provides'expertise on the analysis of (00) x-ray intensity measurements.

" G.O. Zimmerman - Professor, Physics, Boston University
Collaborates on susceptibility meaurement in magnetic intercalation compounds.

4.2 Coupling Activities - Seminars and Conference Papers

The MIT group is strongly coupled to international activities on graphite intercalation com-
pounds. We are frequently invited to write review articles (section 2.8), to present seminars at
universities and in industry and to present papers at conferences. (The conference papers are listed
under 3.0). Below are listed titles of seminars and symposia given over the two-year period relevant
to the work supported under this contract.

. October 13, 1982, Industrial Liaison Sym ,sium, MIT, 'Introduction and Overview of Syn-
thetic Metals Field' (MSD).

* October 13,1982, -Electrical and Thermal Transport in Intercalated Graphite' (MSD).

* November 2, 1982, Materials Research Society, Boston, OStructure-Property Relations in
Intercalated Graphite', invited talk (MSD).

* November 11, 1982, Physics Colloquium, University of Texas, Austin, Texas, "The Physics
of Intercalated Graphite' (MSD).

* November 19, 1982, Colloquium, Northeastern University, Boston, MA, 'Two Dimensional
Magnetic Phases in CoCl,-Intercalated Graphite' (GD).

9 December 7, 1982, Solid State Seminar, Bell Laboratories, Murray Hill, NJ, "The Modification
of Graphite by Intercalation and Ion Implantation' (MSD).

* December 9, 1962, Solid State Seminar, Brown University, Providence, RI, -The Physics of
I~acalted Graphite (MSD).

o Jaiay 4, 1962, Company Serinar, Raychem Corporation, Menlo Park, CA, gThe Physics "

of Intercalated Graphite and Graphite Fibere (MSD).
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. January 5, 1983, Colloquium, Department of Physics, University of California, Berkeley, CA,
"The Physics of Intercalated Graphite' (MSD).

* January 10, 1983, Company Seminar, General Atomics, San Diego, CA, "Recent Advances
in the Study of Intercalated Graphite' (MSD).

• February 18, 1983, NASA Lewis Research Center, Cleveland, OH, "Tutoral Lecture on Inter-
calated Graphite and Graphite Fiber' (MSD).

* March 9, 1983, Physics Colloquium, State University of New York at Stony Brook, "The
Physics of Intercalated Graphite' (MSD).

* April 27, 1983, Solid State Seminar, IBM, Yorktown Heights, -Modification of Materials by
Intercalation and Implantation' (MSD).

* May 16, 1983, Solid State Seminar, Oak Ridge National Laboratory, "Intercalation of Gra-
phite and Graphite Fibers' (MSD).

M ay 25, 1983, Third International Conference on Intercalated Graphite, Pont i Mousson,
France, "Structure and Phase Transitions in Bromine and Potassium-Mercury Intercalated
Graphite' (MSD).

• May 23, 1983, Third International Conference on Intercalated Graphite, Pont i Mousson,
France, 'Magnetic Properties of CoCig-Intercalated Graphite' (GD).

o May 27, 1983, Third International Conference on Intercalated Graphite, Pont & Mousson,
France, 'Conference Summary Paper' (MSD).

e July 18, 1983, 16th Biennial Carbon Conference, San Diego, CA, 'The Physics of Intercalated
Graphite', Plenary Lecture (MSD).

e July 18, 1983, 16th Biennial Carbon Conference, San Diego, CA, 'Magnetic Properties of
Graphite Intercalation Compounds', Conference Paper (GD).

July 18, 1983, 16th Biennial Carbon Conference, San Diego, CA, 'Structural Phase Transi-
tions in Graphite Intercalation Compounds', Conference Paper (MSD).

o August 17, 1983, Plenary Lecture, Workshop on the Electrochemistry of Carbon, Case West- .
ern Reserve Universiy, 'Electronic and Lattice Properties of Graphite' (GD).

*August 24, 1983, Seminar, GA Technologies, San Diego, CA, 'Structure-Property Relations
of Boron in Graphite' (MSD).

* October 25, 1983, AlP Corporate Associates Meeting, XEROX Corporation, Palo Alto, CA,
"The Physics of Intercalated Graphite (MSD).

November 28, 1983, Academy of Sciences, Shanghai, China, 'The Physics of Intercalated
Graphite (MSD).
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* December 6, 198, Academy of Sciences, Beijing, China, "The Physics of Intercalated Gra-
phite' (MSD).

* December 10, 1983, Physics Colloquium, Science University of Tokyo, Tokyo, Japan, 'Recent
Developments in Intercalated Graphite (MSD).

* December 12, 1983, Shinshu University, Nagano, Japan, 'The Physics of Intercalated Graph-
ite' (MSD).

9 December 13, 1983, Shows Denko Company, Nagano Prefecture, Japan, "The Physics of
Intercalated Graphite' (MSD).

* January 18, 1984, Physics Colloquium, University of North Carolina, Chapel Hill, NC, 'The
Physics of Graphite Intercalation Compounds' (MSD).

o February 3, 1984, RayChem Corporation, Menlo Park, CA, 'Recent Developments and Ap-
plications of Intercalated Graphite' (MSD).

e February 18, 1984, General Colloquium, Bell Laboratories, Murray Hill, NJ, 'Phase Transi-
tions in Graphite Interca on Compounds' (MSD).

o March 26, 1984, American Physical Society Meeting, Detroit, MI, 'Shubnikov de Haas Effect
in KHgw-Graphite Intercalation Compounds', G. Timp, P.D. Dreselhaus and G. Dresselhaus.

o March 26, 1984, American Physical Society Meeting, Detroit, MI, 'Kosterlitu-Thoulem Phase
Transitions in Finite Size Systems: Application to CoCls-Graphite Intercalation Compo-
unds', K.Y. Szeto, M. Elahy, S.T. Chen nd G. Dtesselhaus.

e March 26,1984, American Physical Society Meeting, Detroit, MI, 'Raman Microprobe Stud-
ie of the Structure of SbCls-Graphite Intercalation Compounds', L.E. McNeil, J. Steinbeck,
L. Salamanca-Riba and G. Dresselhaus.

* May 28, 1984, Physics Colloquium, University of Tennessee, Knoxville, TN, "The Physics of
Intercalated Graphite' (MSD).

* June 18, 1984, Colloquium, Naval Research Laboratory, Wahington, DC, 'Phs Transitions
in Intercalated Graphite' (MSD).

e July 5, 1984, Carbone 84 Conference, Bordeaux, France, 'Intercalation of Ion Implanted
Graphite', H. Menjo, B.S. Elman, G. Braunstein and M.S. Dresselhaus.

* July 5, 1984, Carbone 84 Conference, Bordeaux, France, 'Magnetic Phase Transitions in
CoClrGraphite Intercalation Compounds', S.T. Chen, K.Y. Szeto, M. Elahy and G. Dres-
seihaus.

* August 6, 1984, 17th Conference on the Physics of Semiconductors, San Francisco, CA, '2-D
Magnetic Phas Transitions in Graphite Intercalation Compounds', K.Y. Sueto, S.T. Chen,
G. Dresselhaus and M.S. Drmelhaus.
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*August 6, 1984, 17th Conference on the Physics of Semiconductors, San Francisco, CA, "The-
Electronic Phase Transition in Graphite Under Strong Magnetic Field', Y. lye, L.E. McNeil,
G. Dreuselhaus, G. Boebinger and P.M. Berglund.

6New Discoveries, Patents or Iniventions

None.
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